
Shenzhen HSJ Fab Co., Ltd
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Production scheduling plan
For Mass production base 500Sets

1 Profile mold processing 
bottom

2 Laser cut 2 plates

3 Solder the two parts 
(bottom + sides)

4 Grinding and scraping 
welding traces

5 Powder coating

6 Assembly/test

7 Package


